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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services o
2690 E. Ponpe de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT
[040

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

: 11-19-90
11-21-90
2086

DATE RECEIVED
REPORT DATE :
LAB PROJECT :

LAB ID # 5699
STATION # #1 Boiler Room Pipe

1. Chrysotile....ccceieeeenccenas ceeeennn ees. 50
2. AMOSIite. . eeeeieeccsocsssressasccnnascnecse
3. Crocidolite...cceeeveescenesssssascsocasns
4. Anthophyllite....icieeerececccccccscsnnns
5. Tremolite..cicueeeeececessccsssonsanssnns
6. ACtinolite..civeeeecocsscsessnsccsssacascse

% FIBER

1. Glass Fiber....cecceeecscccccsase cecceaccas .
2. CellUuloSe..veveeesssossssnsasssnscsoccoccss . 30
3. Synthetic Fiber..... Ceteccesesssssssen N

% PARTICULATES

1. BindersS...e.eeeeeeecenetsscsasscssscssaness 20
2. OpAgUeS.ccccccecosenssscsssssssas ceeanse cees

3. Quartz....cccvececessccccoscsccccs ceeccosnann

4, MiCaA..eeueoeeeeotoeasssoosocsenascasssnssnsas

5. Perlite...cceeecicecssossasssencsasasnsnnses

6. GYPSUM. s eceeeoocooosnsssssonssscsnccccscesns

7. Tar-o.aoo.--oooo-.--.o.oooo-u-ocoo.oo-.l-

Other *onoo-oooo--o-ooo..ono-.o-..nco---‘---

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services »
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5700
STATION # #2 Boiler Room Elbow

1. Chrysotile......cciveeecescsccansnsasccsss 25
2. AMOSite. ... ccceectssscannnce ceesceccseseas

3. Crocidolite....cceeuee
4. Anthophyllite....c.ccevecerceceasnsnscnncs
5. Tremolite...ceeceveeas

6. Actinolite. ...t cteccascesacnssnsnconnse

® 5 8 2 ¢ @ 0 60 8 e G000 o0

% FIBER

—— o o -

1. Glass Fiber....ocit.....lI.'.O..Q'...O..C 35
2. Cellulose€..ceeecess cesscecssssesessscesss Trace
3. Synthetic Fiber..... seseesccan ceesessanns

$ PARYTICULATES

1. Binders...I.Q.....tl............t...‘...'
2. opaques-......'Q.l..'.................".
3. Quartz...

4. MiC@. .t eeeoeoosessossasasssassscsssassssne
5. Perlit@....ccceeeescecscccscsnnssossasnssssae
6. GYPSUM. . cccecssossscssccacssoscsscsscscscs e
T e TAY . .eeessosssssssasssscsenssssoscsssssssas

Other (MatriX).....eceeeeeeseecncccasasscses 40

Respectfully submitted,
ACCURA ANALYTICAL LABS

BY & <hondcee 4Z=4%;



(1’1" 2 2 CuJSldy )

Pryerr

ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services _
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMEANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5701
STATION # #3 Boiler Room Vent (upper)

1. Chrysotile....eciviieieeensecnccsssnanaass 30
2. AMOSIite. .ttt eteeeeetoasecoosoconsocsonos
3. Crocidolite.. e ieeeceeeseececccsooanocns
4. Anthophyllite.....iciieieensseccnsoccanas
5. TremOlite..voeeeeeeeeceeocsoancooscnssosnnse
6. ACtinolite...i.ieeereneeeececncooncnnnonase

% FIBER

1l. Glass Fiber.....cceoeeeccceccsccaccccnsess 40
2. CellUlOSE. .ot eeeeesssanescasascascscncascss
3. Synthetic Fiber....citeeeevereccccscnsacs

% PARTICULATES

1. Binders.......... t et cetecscenctcscsecsnans
2. OpaguesS....... ce bt cecesoesnenen cececnnenn
3. Quartz....ccevececesscs S ececssesessencce s oo
S - s 1 - Y
5. Perlite...ciceeceiieeeeneesceccnccancnnsnnes
6. GYDPSUM. st oo eeesscossossssossnsnnssnnsscsocsess

70 Tar-.00-000..o-.ooo.a-ooooun-.o.t.oot..o-

Other (MatriX).....ceeeieveeeesccecnsesacees 30

Respectfully submitted,
ACCURA ANALYTICAL LABS

BY . (hatesr 125“64
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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-~-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

¢ 11-19-90
11-21-90
2086

DATE RECEIVED
REPORT DATE :
LAB PROJECT :

LAB ID # 5702
STATION # #3 Boiler Room Vent (lower)

1. Chrysotile...c.iciieeeecsncnnncns cessenan
2. AMOSite. .. iiiiiiiaeeeeersoreonensonnannnaes
3. Crocidolite. . iieeeenecnneneennncencnns
4. Anthophyllite....c.oieeennnrnersonsnnces
5. Tremolite....vceeeeeeeeececessencnnancnns
6. Actinolite...iceeeieeeeeeseceneceanccnonaen

% FIBER

1. Glass Fiber. .c.ceeieeeeessnsensoscsoonnssses 99
2. CellUlOSe. ..t tueiereteearennscecsnonnsons

3. Synthetic Fiber....cocieieiireneeeennnse-

% PARTICULATES

1. BiNAGrS..:eoieeeeeeeesascoossoesssssassses
2. OpaguesS......«.. c e e s cenetasess csecccssesns
3. QUArtZ...cieeieeeeceonsscosossensscacccansas

40 Mica.........-.....--.........--.........

5. Perlite..ceeeeeeeeeeeeseceenssssssaccocaes
6. Gypsum.......‘...Q..........-‘...l.......

70 Tar.-oo.ooo.ooooo.o.ou.-u-oo-cono.ooooo.o

Other (Matrix)..... cesssans O B

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services ‘
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5703
STATION # #4 Boiler Room Roof

1. Chrysotile....iiiieeetceerceesecnccncnnsnns
2. AMOSite. it eeeeeoceeeoseoocnsnnocanes
3. Crocidolite. ... eneerecenencneencocncns
4. Anthophyllite......civeiereennnncecsncens
B Tremolite..cieeteeeeeececcaeccnsnnncocansns
6. Actinolite..iieeeeieiieeeeeeeconnnoosannnna

% FIBER

1. Glass Fiber.......... ctecescaseraseccanne
2. Cellulose.....I.'.'....I".l..l.l"l.l... 03
3. Synthetic Fiber......iiiiiiiieeeenecceces

% PARTICULATES

1. BindersS.....veierieeerececcoonnsosoonnoons
2. OPAQUES . et et ecsassacocscscnsos ceosec s “seee
3. QUArtZ. . vttt eeerssoscosseosscesonsocenocnnss
4, MiCA:iioiteeeteeoeooencenneononnonsonnses
5. Perlite. . ieeereeeecesesnsennneaseassncanss
6. GYPSUM. et et eesccsscsanssanssnssnesacscocascs

70 Tar..o-...--o.oooo.l.ooo-.oo.ooooooo.ocoa

Other (MatriX)..eeeecieeeeeeeeonnensonnnnnnes 97

Respectfully submitted,
ACCURA ANALYTICAL LABS

- claten L
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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5704
STATION # #5 Boiler Room Fitting

. —— — —— — — - T — — T — — Y —— . ——— ——— - ———— T ——— — —— — ——— . —————— — ——— ——— ——— - —

1. Chrysotile....ivcveecsccccssecsscssessses 20
2. AMOSIte. .t eeeeeeeoccoonsosocsosscossscsnsnse
3. Crocidolite.eiceeeescessesosssccscnnsacee
4. Anthophyllite....ccoeieeeernsacans ceecene
5. Tremolite............ ce et ecnen ceeeeccenas
6. Actinolite....cciicieeeercerscesncccnacsns

% FIBER

l. Glass Fiber.....‘l...............l...'... 48
2. CRlIULOSE. i cceeerecscscsssssssssssasseses Trace
3. Synthetic Fiber.....ccicceeeeeecesccccoass

$£ PARTICULATES

1. BinAerS..ee.eceeoeessosssssscssecscecccccss
2. OpPAQUES . e ccteesesossscsnessensscccssaccnsas
3. QUArtzZ. ... eececsesstsscscecsocscccsnnesnsa
4. MiCA.. v eeeeeeoeeenasscccoososassasssosscsscs
5. Perlite...ccceeccecccccosancsascnssnncncscscs
6. GYPSUM. .¢.veeeectcoctcnnsccsnsnssscsssscns

7. Tar............--..........-......-......

other (Matrix).-..-........I-....-...IQ..... 32

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

COMPANY : HAZ-TECH

ANALYSIS REPORT

5280 Panola Industrial Blvd.

Decatur, Georgia 30035-4013
ATTENTION : Mr. John Cox
DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086
LAB ID # 5705
STATION # #6 Boiler Room Rag Pipe
% ASBESTOS
1. Chrysotile....cccuvveeennns cesccesseecssss Trace
2. Amosite....cie..... e eeceseneesccsseccenn
3, Crocidolite. ... e eeeeeeenccocconaccona
4. Anthophyllite...'Ill.'......i.. ® o & & & % »
5. Tremolite......ciieeeeeeececaoccacoccasans
6. Actinolite. ... cieeeerereenencacocanenns
% FIBER
1. Glass Floer..eececeoaon ceecesneccenan ceeeee
2. Cellulose........ cesssessereesssssssssees 99
3. Synthetic Fiber...... ceecestsssenassaacnns
$ PARTICULATES
1. Binders......ecceeeeeeen s e e s ecceasecns
2. OpPaAgUeS. . e vt ececscosccssnssnansses ceeceeoces
3. Quartz...ceceeeeecccccsosncannsons e e s e .
4, MiCA.iveeeooneeesonoassosossnosossceses .o
B. Perlite..ciceeeeteeecerecnsnccnosccnonces
6. GYPSUM. . ecceeeevssescascsossocnasccnsosnss
A - § o ct e s e s cecs e ettt ccccsoens
Other (Binder)..I....‘.I.Q'................. 01

One Fiber Bundle Detected

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.

_ Environmental Analytical Services o
2690 E. Ponce de Leon Ave., Decatur, GA 30030 / PO Box 1382, Decatur, GA 30031 (404)378-3877

ANALYSIS REPORT

COMPANY : HAZ-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTENTION : Mr. John Cox

DATE RECEIVED : 11-19-90
REPORT DATE : 11-21-90
LAB PROJECT : 2086

LAB ID # 5706
STATION # #7 Boiler Room Ceiling

. Chrysotile..... e e tteseccrteccsrsssssssans
e AMOSItE. .. eeveeerventeevecocoosoosonooosesns
. Crocidolite....ceieeeeeseesecncccnnsnnnnnn
. Anthophyllite.....cciteterennecconnnnnnns
e Tremolite. .. i ieceseeeccncnannncssnnnccnns
. Actinolite. ...ttt eeeeneenennccenncnns

1. G-‘.ass Fiber. ® & 0 5 & 5 B & S 6 0 G O O e PP S S E e e e 0 e o0
2. Cellulose. ® @ 0 5 5 0 & & O 0 O OO0 9O SO0 B O e 0N 0 05
3. Synthetic Iiber.iiceeeeieeeeecoccaonssens

% PARTICULATES

BinderS. . .eeeseeeeeeeoessoannsnceconnsosssa
OPAQUES . s s e s eneonoesssssssssassosncseccsescs
QUAIrtZ. ..ttt itveneceesscssnsocnosessacess
MiCA.:.iioieeeeoeeoceenoeosecoeannsoncsons
Perlite.. i iieeeesceeneeeeceenoccaconncnons
GYPSUM. ¢ e ot s eeetssosecasacssoscsecccsocansnsss

Tar..........-..--..o'...................

N O Wi

Other (MatrixX)........... T * 11

Respectfully submitted,
ACCURA ANALYTICAL LABS
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ACCURA ANALYTICAL LABORATORY, INC.

Environmental Analytical Services

2690 E. Ponce de Leon Ave., Decatur, GA 30030/ PO Box 1382, Decatur, GA 30031 (404)378-3877

INVOICE

TO: HAZ~-TECH
5280 Panola Industrial Blvd.
Decatur, Georgia 30035-4013

ATTN: ACCOUNTS PAYABLE
PROJECT DATED: 11-19-90
CLIENT PROJECT: Prairie Metal
P.O. # A020275

INVOICE# 2086I
DATE: 11-21-90

- G — - ——— —— —— —— —— . —— T — S —— ——————— ——— — — - ————— T —— —— T —— e = ———

Eight (8) Samples for Asbestos Analtsis.$25.00/each

$200.00

WE THANK YOU FOR YOUR BUSINESS



